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	Unit 122 Activity 8


[bookmark: _GoBack]Unit 122: Laying block paving 
Activity 8: Storage of materials when laying paving – true or false? (tutor)

1. Bags of silica or kiln dried sand should only be stored 8–12 bags high.
True

2. You can store sand and sub-base in the same bay. 
False

3. Block paving are delivered on banded pallets. 
True 

4. Cement is best kept on the floor.
False 

5. Loose aggregates are best stored on sloping ground.  
True 

6. The image below shows the correct storage. 
True 
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